
Cryst 1-2 Cryst 1-2-3

Cryst 1 Cryst 2,3 ΘB 2 ΔE ∫IR dΘdE FOM ΔE ∫IR dΘdE FOM

[°] [meV] [μrad meV] [meV] [μrad meV]

Si(1,1,1) Si(1,1,1) 10.1 1061.33 11765.691 11.09 4213.99 10166.31 2.41

Si(1,1,1) Si(0,2,2) 16.65 620.9 6517.94 10.5 420.427 3936.25 9.36

Si(1,1,1) Si(1,1,3) 19.63 434.26 3102.123 7.14 182.507 1076.73 5.9

Si(1,1,1) Si(0,0,4) 23.9 365.87 2909.729 7.95 159.6 1081.72 6.78

Si(1,1,1) Si(1,3,3) 26.2 312.8 1572.295 5.03 89.149 379.13 4.25

Si(1,1,1) Si(2,2,4) 29.74 276.73 1714.548 6.2 94.293 489.61 5.19

Si(1,1,1) Si(1,1,5) 31.75 249.95 967.038 3.87 54.39 168.53 3.1

Si(1,1,1) Si(0,4,4) 34.95 225.11 1128.831 5.01 60.796 261 4.29

Si(1,1,1) Si(1,3,5) 36.81 206.08 649.297 3.15 38.451 86.89 2.26

Si(1,1,1) Si(0,2,6) 39.83 187.64 792.1 4.22 42.538 148.43 3.49

Si(1,1,1) Si(3,3,5) 41.61 173.56 459.236 2.65 117.174 54.35 0.46

Si(1,1,1) Si(4,4,4) 44.56 158.34 579.88 3.66 31.714 89.97 2.84

Si(1,1,1) Si(1,1,7) 46.32 146.8 336.86 2.29 97.254 37.99 0.39

Si(1,1,1) Si(2,4,6) 49.28 133.08 435.854 3.28 24.828 57.43 2.31

Si(1,1,1) Si(1,3,7) 51.07 124.01 253.113 2.04 81.24 27.62 0.34

Si(1,1,1) Si(0,0,8) 54.11 112.84 336.58 2.98 20.281 41.62 2.05

Si(1,1,1) Si(3,3,7) 55.99 103.51 194.979 1.88 30.521 19.2 0.63

Si(1,1,1) Si(0,6,6) 59.24 92.23 263.997 2.86 31.394 31.1 0.99

Si(1,1,1) Si(1,5,7) 61.29 83.99 152.405 1.81 101.067 14.38 0.14

Si(1,1,1) Si(0,4,8) 64.93 73.04 210.581 2.88 254.114 24.41 0.1

Si(1,1,1) Si(1,1,9) 67.31 64.39 120.647 1.87 78.796 10.94 0.14

Si(1,1,1) Si(4,6,6) 71.81 51.55 169.846 3.29 183.238 22.4 0.12

Si(1,1,1) Si(1,3,9) 75.03 41.51 96.976 2.34 52.61 9.07 0.17

Si(1,1,1) Si(4,4,8) 82.87 21.68 138.853 6.41 8.587 35.95 4.19

Dia(1,1,1) Si(1,1,1) 10.1 649.88 7212.276 11.1 4290.6 6534.99 1.52

Dia(1,1,1) Si(0,2,2) 16.65 432.11 4742.206 10.97 407.116 4144.14 10.18

Dia(1,1,1) Si(1,1,3) 19.63 311.81 2412.019 7.74 182.666 1168.35 6.4

Dia(1,1,1) Si(0,0,4) 23.9 275.2 2348.103 8.53 158.211 1178.89 7.45

Dia(1,1,1) Si(1,3,3) 26.2 237.64 1297.345 5.46 88.459 410.42 4.64

Dia(1,1,1) Si(2,2,4) 29.74 215.68 1443.995 6.7 93.209 532.01 5.71

Dia(1,1,1) Si(1,1,5) 31.75 197.25 825.213 4.18 55.114 185.15 3.36

Dia(1,1,1) Si(0,4,4) 34.95 179.98 978.907 5.44 60.553 285.2 4.71

Dia(1,1,1) Si(1,3,5) 36.81 169.45 565.935 3.34 730.863 97.49 0.13

Dia(1,1,1) Si(0,2,6) 39.83 155.37 696.802 4.48 42.822 164.65 3.84

Dia(1,1,1) Si(3,3,5) 41.61 147.49 408.364 2.77 219.638 59.25 0.27

Dia(1,1,1) Si(4,4,4) 44.56 135.14 518.564 3.84 205.823 98.17 0.48

Dia(1,1,1) Si(1,1,7) 46.32 127.92 302.537 2.37 182.965 41.55 0.23

Dia(1,1,1) Si(2,4,6) 49.28 116.88 396.944 3.4 393.451 63.97 0.16

Dia(1,1,1) Si(1,3,7) 51.07 111.95 230.766 2.06 171.759 28.42 0.17

Dia(1,1,1) Si(0,0,8) 54.11 99.85 310.069 3.11 20.264 46.64 2.3

Dia(1,1,1) Si(3,3,7) 55.99 95.72 180.606 1.89 128.204 20.78 0.16

Dia(1,1,1) Si(0,6,6) 59.24 83.35 245.567 2.95 31.426 33.8 1.08

Dia(1,1,1) Si(1,5,7) 61.29 78.91 142.807 1.81 236.526 15.57 0.07

Dia(1,1,1) Si(0,4,8) 64.93 66.81 198.124 2.97 13.155 27.27 2.07

Dia(1,1,1) Si(1,1,9) 67.31 61.34 114.705 1.87 42.116 11.82 0.28

Dia(1,1,1) Si(4,6,6) 71.81 47.57 161.855 3.4 10.282 24.12 2.35

Dia(1,1,1) Si(1,3,9) 75.03 39.45 92.845 2.35 14.139 9.88 0.7

Dia(1,1,1) Si(4,4,8) 82.87 19.56 134.968 6.9 8.599 38.98 4.53

 Ei = 11.271 keV


